
 
 - 1 - 

ISO 24025-2:2020-05 (E) 
 
 
Plastics - Sulfone polymer moulding and extrusion materials  - Part 2: Preparation of 
test specimens and determination of properties 
 
 
Contents            Page 
 
Foreword ........................................................................................................................................................................................................................................iv
1 Scope ................................................................................................................................................................................................................................. 1
2 Normative references ...................................................................................................................................................................................... 1
3	 Terms	and	definitions ..................................................................................................................................................................................... 2
4 Preparation of test specimens ................................................................................................................................................................ 3

4.1 General ........................................................................................................................................................................................................... 3
4.2 Treatment of the material before moulding .................................................................................................................. 3
4.3 Injection moulding ............................................................................................................................................................................... 3

5 Conditioning of test specimens ............................................................................................................................................................. 3
6 Determination of properties .................................................................................................................................................................... 3
Bibliography ................................................................................................................................................................................................................................ 6


		2026-07-02T19:31:53+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




