
ISO 3303-1:2020 (E)

Rubber- or plastics-coated fabrics — Determination of bursting strength — Part
1: Steel-ball method

Contents

Foreword 

Introduction 

1 Scope 

2 Normative references 

3 Terms and definitions 

4 Principle 

5 Apparatus and reagents 

6 Sampling 

7 Preparation of test pieces 

8 Time-interval between manufacture and testing 

9 Atmosphere for conditioning and testing 

9.1 For conditioning 
9.2 For testing 

10 Procedure 

11 Test report 

Page count: 5

- 1 -


		2026-05-12T10:45:55+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




