ISO 8513:2023-07 (E)

Plastics piping systems - Glass-reinforced therm osetting plastics (GRP) pipes - Test
methods for the determination of the initial longitudinal tensile strength
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Annex A (informative) Determination of longitudinal properties for helically filament- wound thin
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