DIN EN ISO 20753:2024-03 (E)

Plastics - Test specimens (ISO 20753:2023)

Contents Page
EUTOPEAI FOT@WOITA. ... 3
FFOT@WOTM..........ooooooee e85 555858585 4
IIEEOMUICTION ... 5
1 SCOPI@ ...tk 6
2 NOIMATIVE FEEFEI@IICES ... 6
3 Terms and defiMITIONS . ... 6
4 SWIMIDIOLS ... 7
5 Preparation of teST SPECIIMEIIS ...t 7
5.1 General w7
5.2 Injection Moulding Of tEST SPECIIMENS ......ooiovoieirii e 7
5.3 Compression moulding of teSt SPECIMEIIS. ... 8
5.4  Preparation of test specimens by Machining ... 8
6 Types of test specimen and their diIMeNSIONS. ... 8
6.1 Types of test specimen
6.2 Tensile test specimens with parallel-sided central SECtion ... 10
6.2.1 Tensile test specimens type Al and tyPe A2 ... 10
6.2.2 Reduced-scale test specimens
6.3 Bar test SPECIMENS (LY PE B oot
6.4 Small tensile SPECIMENS (ETPE C) ovoivrierioiieiiesieiessiesssieessisesssseessisessesesseseseseessssessesesseseseeesiees
6.5 Square plate specimens (type D).
6.6 Rectangular plate specimens (type F)
7 Report on preparation of teSt SPECIMENIS ... 15
Annex A (informative) Recommended applications for multipurpose test specimens or
PATES TRET@OK ... 16
Annex B (normative) Designation system for test SPeCIMEens ... 17
BIDLEOZIAPIY ... 19



		2024-05-21T12:05:56+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




