ISO 8060:2024-03 (E)

Composites and reinforcements fibres - Carbon fibre reinforced plastics (CFRPs)
and metal assemblies - Characterization of durability of adhesive interfaces by
wedge rupture test
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Annex A (informative) Determination of thickness ratio (h1/h2) for CFRTP/AI adhesive joint
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