ISO 7617-1:2024-08 (E)

Plastics-coate d fabrics for upholstery - Part 1: Specification for PVC-coated knitted

fabrics

Contents Page
0T =TT o iv
1 £ o o o - OSSR 1
2 Normative references ... ———————————————— 1
3 Terms and definitioNs ... s 2
4 SAMPIING i e n e nane 2
5 Testing and COMPLIANCE ... 2
6 LYo [T = .4 L= o 3
6.1 Preliminary iNnSPeCION ... 3
6.1.1 (7= 1= - 1 SR 3
6.1.2 R4 0 =TI T T3 oY= o2 £ o o SRR 3
6.1.3 T L= oY o N 3
6.2 Colour, embossing and fiNiSh ...........oo e 3
6.3 [ 11 04 L= L= T o S 4
6.3.1 Usable Width ... e 4
6.3.2 Length of coated fabric in @ roll ... ———— 4
6.3.3 I 12 =T 4
6.4 Physical reqUIr€mMeNts ..o 4
6.4.1 Mass of coating per Unit @rea .........ccccccerireeirrrsrrrrrr e e 4
6.4.2 Mechanical Properties ... s s s s e s e e e s e e e e e e e e e e e e e e e e e e e e e e rreneeeeerereerrrees 4
6.4.3 ST T = Vo =0 o1 ] o L= o 1 [T OSSR 4
6.4.4 (o o o T=T A T=TR=1 1 €] - T (=Y | 3V RS 4
6.4.5 Fire DERAVIOUN ...cooeiiititrnri s n e 5
7 1= L {1 T 6
8 I3 08 =) oo 7
Annex A (normative) Method of selecting test SPECIMENS ... ———— 8
Annex B (normative) Determination of resistance to print wear ... 11



		2026-06-23T23:13:40+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




