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Unplasticized poly(vinyl chloride) (PVC-U) profiles for the fabrication of windows and 
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thermo-laminated foils 
 
 
Contents            Page 
 
 
European foreword  .......................................................................................................................................... 3 
 
1 Scope  ............................................................................................................................................... 4 
 
2 Normative references ..................................................................................................................... 4 
 
3 Terms and definitions  .................................................................................................................... 4 
 
4 Classifications  ................................................................................................................................ 4 
 
5 Requirements for base profiles  .................................................................................................... 4 
5.1 Base profiles in conformance with EN 12608-1  .......................................................................... 4 
5.2 Other base profiles  ......................................................................................................................... 5 
 
6 Requirements for foils  ................................................................................................................... 5 
 
7 Requirements for adhesion of the foil  ......................................................................................... 5 
7.1 Adhesion of the foil  ........................................................................................................................ 5 
7.2 Adhesion of the foil after hydrolytic/thermolytic storage  .......................................................... 5 
 
8 Requirements for thermo-laminated profiles  .............................................................................. 5 
 
9 Test methods  .................................................................................................................................. 5 
9.1 Determination of adhesion of the foil after hydrolytic/thermolytic storage  ............................. 5 
9.1.1 Principle  .......................................................................................................................................... 5 
9.1.2 Apparatus and materials  ............................................................................................................... 5 
9.1.3 Storage and reconditioning  .......................................................................................................... 5 
9.1.4 Determination of the adhesion of the foil  .................................................................................... 5 
9.1.5 Test report  ....................................................................................................................................... 5 
 
10 Traceability  ..................................................................................................................................... 6 
 


		2026-05-11T17:57:45+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




