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ISO 2507:2026-01 (E) 
 
 
Thermoplastics pipes and fittings - Vicat softening temperature - General test method 
and test conditions for vinyl chloride-based (PVC-U, PVC-C, PVC-HI) and 
acrylonitrile-based (ABS, ASA) pipes and fittings 
 
 
Contents            Page 
 
 
Foreword  ......................................................................................................................................................... iv 
 
Introduction  ...................................................................................................................................................... v 
 
1 Scope  ............................................................................................................................................... 1 
 
2 Normative references ..................................................................................................................... 1 
 
3 Terms and definitions  .................................................................................................................... 1 
 
4 Principle  .......................................................................................................................................... 2 
 
5 Apparatus  ........................................................................................................................................ 2 
 
6 Test specimens  .............................................................................................................................. 5 
6.1 Specimen preparation from pipes  ................................................................................................ 5 
6.2 Specimen preparation from fittings  ............................................................................................. 6 
6.3 Number of test specimen  .............................................................................................................. 7 
 
7 Conditioning  ................................................................................................................................... 7 
 
8 Procedure  ........................................................................................................................................ 7 
 
9 Test report  ....................................................................................................................................... 8 
 
Bibliography  ..................................................................................................................................................... 9 
 


		2026-06-24T03:47:11+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




