ISO 10548:2002-07 (E)

Carbon fibre - Determination of size content

Contents Page
1 £ T o - 1
2 Normative refere@nce ... ——————— 1
3 Terms and definitions ..o ——————————— 1
4 T e o 1
5 TeSt SPECIMENS ... s s s ns s s sss s s s ssssssssssssssssssssssssssssssssssssnssssssnnsnsnnnnnnnnnnn 2
6 (00 0 T 13 To 0 1 4V R PSP 2
7 TeSt MEtNOAS ....coviiri e —————————————— 2
71 Method A: Solvent extraction ... ————————— 2
7.2 Method B: Digestion with sulfuric acid and hydrogen peroxide ..........cccoccmminiinnnnnsinnnnnnne, 4
7.3 Method C: Decomposition by pyrolysis ... 7
8 g = =T o o 8
9 TESE FEPOIT ... s s s sssssssssssssssssssssnsssnssssssnnnsnsnsnnnnnnnnnnnnn 8



		2026-06-17T14:41:29+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




