ISO 16014-4:2003-04 (E)

Plastics - Determination of average molecular mass and molecular mass distribution

of polymers using size-exclusion chrom atography - Part 4: High-temperature
method

Contents Page
[ =T o o iv
1 £ T o - P 1
2 Normative refer@ncCes ... ———————— 1
3 Terms and definitionNs ... ———————————— 1
4 PriNCIPIE i ————————————————————————————————————————————————————— 1
5 =Y Vo 1= 1 1
6 N o o 2= T = 10 2
7 g 0T =Y o [T - 4
8 Data acquisition and ProCessSing ..o 6
9 EXPression Of r@SUILS ........ooiccciciiiiiicc e css e s s s e e e s s s e s e e s s s mnmn e e e e annme e e e e s 6
10 g - o =T o) o 6
1 TESE FEPOIT ... s s sssssssssssssssssssnsssnssssnnnnnsnnnsnnnnnsnnnnnnn 8
Annex A (informative) Further information on applicability of method .........cccoccmiiriimninnicce, 9
Annex B (informative) Further information on reagents ..........cocciiiimicin 10
271 o] Lo - T o T/ 12



		2024-05-21T18:31:02+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




