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Plastics-coated fabrics for upholstery - Part 2: Specification for PVC-coated woven 
fabrics 
 
 
Contents            Page 
 
 
1 Scope ...............................................................................................................................................1 
 
2 Normative references ....................................................................................................................1 
 
3 Technical requirements .................................................................................................................1 
 
4 Sampling .........................................................................................................................................2 
 
5 Testing and compliance ................................................................................................................2 
 
6 Marking ............................................................................................................................................3 
 
Annex A (normative) Method of selecting test specimens .........................................................................4 
 
Annex B (normative) Determination of resistance to print wear ................................................................6 
 
Annex C (normative) Determination of colour fastness to rubbing ...........................................................8 
 


		2026-04-18T08:35:22+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




