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Plastics - Determination of environmental stress cracking (ESC) of polyethylene - 
Full-notch creep test (FNCT) 
 
 
Contents            Page 
 
 
Foreword .........................................................................................................................................................iv 
 
1 Scope ...............................................................................................................................................1 
 
2 Normative references ....................................................................................................................1 
 
3 Terms and definitions ....................................................................................................................1 
 
4 Principle ..........................................................................................................................................2 
 
5 Apparatus ........................................................................................................................................2 
 
6 Preparation of test specimens ......................................................................................................5 
 
7 Preparation of test specimens ......................................................................................................6 
 
8 Test procedure ...............................................................................................................................7 
 
9 Repeatability and reproducibility .................................................................................................9 
 
10 Test report .....................................................................................................................................10 
 
Annex A (informative) Specimen dimensions and environment ..............................................................12 
 
Bibliography ...................................................................................................................................................13 
 


		2024-05-16T10:28:17+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




