ISO 75-3:2004-05 (E)

Plastics - Determination of

temperature of deflection under load - Part 3: High-

strength thermosetting laminates and long-fibr e-reinforced plastics

Contents

Foreword .......cccocviemnninennnninnnnn
Introduction .........cccceviieennniaennn
1 ST eZo] o -
2 Normative references
3 Terms and definitions
4 Principle .....................
5 Apparatus .........ccceeuee
6 Test specimens .........
7 Conditioning ..............
8 Procedure ........ccccvvuuees
9 Expression of results
10 Precision .........ccccuiiuees
1 Test report ..................
Bibliography ......ccccccccceviiinnnnnns



		2024-05-14T19:21:29+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




