
 

 - 1 -

ISO 6361-2:2014-09 (E) 
 
 
Wrought aluminium and aluminium alloys - Sheets, strips and plates - Part 2: 
Mechanical properties 
 
 

Contents            Page 
 
 
Foreword  ......................................................................................................................................................... iv 
 
1 Scope  ............................................................................................................................................... 1 
 
2 Normative references ..................................................................................................................... 1 
 
3 Termsanddefinitions  ...................................................................................................................... 1 
 
4 Tensile testing  ................................................................................................................................ 1 
 
5 Bend testing  .................................................................................................................................... 1 
 
6 Mechanical properties  ................................................................................................................... 2 
6.1 Tensile test  ...................................................................................................................................... 2 
6.2 Bend test  ......................................................................................................................................... 2 
 
Annex A (normative) Rules for rounding results obtained by inspection and testing  .......................... 50 
 
Bibliography  ................................................................................................................................................... 51 
 


		2024-05-12T04:07:52+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




