ISO 8486-2:2007-08 (E)

Bonded abrasives - Determination and designation of grain size distribution - Part 2:
Microgrits F230 to F2000

Contents Page
0T =T o iv
1 £ o - PSS 1

2 NOIrMAtive refErEeNCEeS ..ot e e mnn e s 1

3 Terms and definitioNs ... 1

4 Method of checking grain size distribution ... 1

4.1 Grain size distribution .............e e ———— 1

4.2 LT 7= Vo 1] ' 3
5 Testing microgrits F230 to F2000 ..........cccooiiiiiiinnsssssssssssssssssssssssssssssssssssssssssssssssssssssssssnns 5
5.1 7= o = T 5
5.2 Permissible deviations ... ———— 5
5.3 Designation of test method ... 6
6 =53 8.4 =T Lo T L= 7
6.1 Test method based on Micro-F-Mastergrits ...........cccoiiimiiinn s 7
6.2 US sedimentation tUbe ... s 13
7 DeSIgNAtioN .....ccoiiiiiiiii i ———————— 24
8 = T ] R 25
Annex A (informative) Electrical resistance method ... e 29

Annex B (informative) Form for recording results of sedimentation analysis of microgrits of F
series using US sedimentation tube ... 31

Annex C (informative) Example of presentation of test data for grain size distribution of fused
AlUMINIUM OXIA@ ..ot 32



		2026-04-27T15:31:32+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




