ISO 12156-1:2006-10 (E)

Diesel fuel - Assessment of lubricity using the high-frequency reciprocating rig
(HFRR) - Part 1: Test method

Contents Page
0T =T o iv
o X0 11T T o v
1 £ o - PSS 1
2 Normative referenCes ... e 1
3 Terms and definitioNs ... 2
4 e T T 1 o 2
5 Reagents and materials ... 2
6 APPAFALUS ..o s n s nnnnnnnnnnnnn 3
7 Preparation and calibration ... ——————————— 5
71 Preparation of apparatus ... 5
7.2 Calibration and COrrection ... e 5
8 =TS 8 oo = [T - 6
9 Measurement Of WEAK SCAT ... e e e e 7
10 L0 1] £ o 3 = 7
10.1 Uncorrected mean wear scar diameter (MWSD) .........ooivcciiimmmmiininssssscserse s s sssssssssssessssssssssssenes 7
10.2 Initial absolute vapour pressure (AVP1) ... iiiiiicscccsecrre s ssssn s s s s s s ssssns s e s ss s ssmsneees 8
10.3 Final absolute vapour pressure (AVP2) ..........iiiiiiiccisemrrrssessssssssssssssssesssssssssssssssssssssssssssssenes 8
10.4 Mean absolute vapour pressure (AVP) ... cccmiiiriiiiscssssmesessssssssssssssssssssssssssssssssssssssssssansnsses 8
10.5 Corrected wear scar diameter (WS1,4) ... s s 8
1 =53 0 (=Y o T o 9
12 PreCiSION ..o ——————————————————————————————————————— 9
121 Repeatability, I ... —————————————— 9
12.2 LY o] o T T o] o 1 3 4T 780 9
Annex A (informative) Measurement of HFRR Wear SCars ........cccccciiiccccceemmninin s ccsese e e ssssss e esssssnns 10



		2026-06-30T19:23:59+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




