ISO 16276-2:2007-05 (E)

Corrosion protection of steel structures by pro tective paint systems - Assessment
of, and acceptance criteria for, the adhesion/cohesion (fracture strength) of a coating
- Part 2: Cross-cut testing and X-cut testing

Contents Page
0T =3, o Y o iv
0 Yo 11T T o \'
1 T o - 1

2 NOIrMAtive refErEeNCEeS ... s s n e mnn e s 1

3 Terms and definitioNS ... 2
4 e 1 e o [ 2
4.1 (€T 3= - | PPNt 2
4.2 Principle of cross-cut method ... 3
4.3 Principle of X-cut method ... 3
5 Apparatus and materials ... 3
5.1 L0 o L= o 1 8 == 3
5.2 o1 == 3
6 e T o= LT - 4
6.1 7= o 1= T 4
6.2 Field tests on coated StruCtUres ... —————_— 4
6.3 Test panels fOr USE ON Site .......ccccccceriiiiiiiicccieerrr s e s ssssr e e e s s s sanmn e e e e e ee s s s nnneeeessannnn 5
6.4 L0 o L= o 1 8 == S 5
6.5 ) o T = 5
6.6 TESHNG weeeiiiie i ————————— 5
6.7 Interpretation of reSUlts ... ——— 6
7 EXPression of reSUILS ... 6
8 PN =T o3 T o= o 1T o 6
9 TESE FEPONT ... s s s sssssssssssssssssssssssssnssssnnnsnnnsnnnnnnnnnnnnn 7
Annex A (normative) Classification of results of X-cut test .........ccccoviimminniii 8
BibliOGrapRy ...eeeeiiiei it 9



		2026-05-13T23:23:18+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




