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DIN EN ISO 28199-3:2010-01 (E) 
 
 
Paints and varnishes - Evaluation of properties of coating systems related to the 
application process - Part 3: Visual assessment of sagging, formation of bubbles, 
pinholing and hiding power (ISO 28199-3:2009) 
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