
 
 - 1 -

DIN EN ISO 8130-6:2011-02 (E) 
 
 
Coating powders - Part 6: Determination of gel time of thermosetting coating 
powders at a given temperature (I SO 8130-6:1992, including Amd. 1:1998) 
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