ISO 12013-1:2012-10 (E)

Paints and varnishes - Determination of curing characteristics using a free damped

oscillation method - Part 1: Start temperature of the curing reaction

Contents Page
0T =T o iv
o X0 11T T o v
1 £ o - S 1
2 Normative referenCes ... 1
3 TermsanddefinitioNs ... 1
4 T T 1 o1 2
5 Pendulum-damping apparatus ... s s s s s s esssssssssssn s 2
6 £ T2 T 1] o111 T PSP 6
7 TESE PANECIS ..o nnnnn 6
71 85T o =3 1 - = 6
7.2 Preparation and Coating ........ccccccimiiniirii s —————— 6
7.3 Thickness of COAtiNG ........ccciiiiiiiiii i ——————— 7
8 e T T - 7
9 EXPression Of r@SUILS ........ooiccciciiiiiic e rss e s s e e s s e e e e e e s s anme e e e e e anmmnn e e e s 8
10 e =T o =] oY o 8
10.1 7= o 1= | 8
10.2 Repeatability limit ... 8
10.3 Reproducibility limit ... —————— 8
1 =53 0 =Y o To Y o 8
Annex A (informative) Selection of pendulum and knife edge .........cccccoriiimiiniini 9
=1 o7 [T Yo | = T o 17/ 10



		2026-06-24T05:02:19+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




