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DIN EN ISO 11997-2:2013-12 (E) 
 
 
Paints and varnishes - Determination of resistance to cyclic corrosion conditions - 
Part 2: Wet (salt fog)/dry/humidity/UV light (ISO 11997-2:2013) 
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