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DIN EN ISO 7784-3:2016-12 (E) 
 
 
Paints and varnishes - Determination of resistance to abrasion - Part 3: Method with 
abrasive-paper co vered wheel and linearly reciprocating test specimen (ISO 7784-
3:2016) 
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