DIN EN ISO 4623-1:2019-01 (E)

Paints and varnishes - Determination of resistance to filiform corrosion - Part 1: Steel
substrates (1ISO 4623-1:2018)

Contents Page

EUTOP@AN FOT@WOTM .........ooccceecssesssesssssss s 3

Foreword

O© 00 N & U1 » W N

10

11
12
13

PIIICIPLC ...t 7
LEIMIEATEOIIS ...t 7
SAIMPIITIG ... 7
AP PATATUS ...tk 7
REAGEIIES ......ooooo e 7

Test panels
9.1 Material and dimensions
9.2 Preparation and coating...................

9.3 Drying and CONAITIONIIE ...t
9.4 ThiCKNESS Of COATINME ..ottt

PIOCEAUIE. ...
10.1 Number of determinations
10.2  Scribing the test panels........c.c.....
10.3  TeStING .
10.3.1 General
10.3.2 Dipping technique
10.3.3  Salt fOZ tECRNMIGUE ..ot
10.4  INSPECLION Of LEST PAMELS ..o

Evaluation of the degree of filiform COrroSiON ..., 10
Precision

Test report

Annex A (informative) Guidance notes on maintaining exposure conditions using saturated

AMMONIUIN SULFATE SOLUTIOIN..........ooooooooeoeeeoeeeeoeeoeeeeeeeeeeeeeeeeeeeeeeeeeeeee oo eeeeeeeeeeeeeeeeeeeeeeeeee e e e eseeseeee e 12

BIDIIOZTAPIY ... 13



		2024-05-14T14:42:55+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




