ISO 3251:2019 (E)

Paints, varnishes and plastics — Determination of non-volatile-matter content
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Annex A

Foreword
Introduction

Scope

Normative references
Terms and definitions
Apparatus

Sampling

Procedure

Number of determinations
Preparation and weighing of dish
Weighing of samples

Heating

Weighing after heating

Supplementary test conditions

Expression of results

Precision
Repeatability limit r
Reproducibility limit R
Test report

(informative) Common test parameters
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