DIN EN 13523-18:2020-08 (E)

Coil coated metals - Test methods - Par t 18: Resistance to staining

Contents

European foreword .....................
1 5T o] o - 2
2 Normative references
3 Terms and definitions
4 Principle .....ccccccoun....
5 Apparatus .........ccccceu.n.
6 Substances ................
7 Sampling ......ccccecineeennn
8 Test panels .................
9 Procedure .........ccceouuee.
9.1 General .......cccccvriueennns
9.2 Spot test (covered) ....
9.3 Spot test (open) .........
9.4 Immersion test ...........
10 Expression of results
11 Precision ........ccccouiuuees
12 Test report ..................
Bibliography ......ccceeeeememeeeeenneee.



		2024-05-07T05:29:09+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




