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Solvents for paints and varnishes - Demineralized water for industrial applications - 
Specification and test methods (ISO 23321:2019) 
 
 
Contents            Page 
 
 
European foreword  .......................................................................................................................................... 3 
 
Foreword  .......................................................................................................................................................... 4 
 
1 Scope  ............................................................................................................................................... 5 
 
2 Normative references ..................................................................................................................... 5 
 
3 Terms and definitions  .................................................................................................................... 5 
 
4 Requirements  ................................................................................................................................. 5 
 
5 Example of the determination of the colony content  ................................................................. 6 
5.1 Apparatus  ........................................................................................................................................ 6 
5.2 Materials  .......................................................................................................................................... 6 
5.3 Sterilization of the tap before sampling of water  ........................................................................ 6 
5.4 Sampling  ......................................................................................................................................... 7 
5.5 Procedure  ........................................................................................................................................ 7 
5.6 Evaluation  ....................................................................................................................................... 7 
5.7 Disposal of the overgrown contact slides  ................................................................................... 7 
 
6 Test report  ....................................................................................................................................... 7 
 
Bibliography  ..................................................................................................................................................... 9 
 


		2024-05-16T00:51:01+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




