
ISO 8130-6:2021 (E)

Coating powders — Part 6: Determination of gel time of thermosetting coating
powders at a given temperature

Contents

Foreword 

1 Scope 

2 Normative references 

3 Terms and definitions 

4 Principle 

5 Materials 

6 Apparatus 

7 Sampling 

8 Procedure 

9 Precision 

10 Test report 

Page count: 4

- 1 -


		2026-07-02T16:13:18+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




