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Paints and varnishes - Electro-deposition coatings - Part 8: Electric charge density 
(ISO 22553-8:2020) 
 
 
Contents            Page 
 

Foreword ......................................................................................................................................................................................................................................... 4
Introduction ................................................................................................................................................................................................................................. 5
1 Scope ................................................................................................................................................................................................................................. 6
2 Normative references ...................................................................................................................................................................................... 6
3	 Terms	and	definitions ..................................................................................................................................................................................... 6
4 Principle ........................................................................................................................................................................................................................ 7
5 Apparatus and materials.............................................................................................................................................................................. 7
6 Test panels .................................................................................................................................................................................................................. 8
7 Number of determinations ........................................................................................................................................................................ 8
8 Sample preparation ........................................................................................................................................................................................... 8
9 Procedure..................................................................................................................................................................................................................... 9
10 Evaluation .................................................................................................................................................................................................................10

10.1 Electric charge density per unit mass .............................................................................................................................. 10
10.2 Electric charge density per unit volume ........................................................................................................................ 10

11 Precision ....................................................................................................................................................................................................................11
12 Test report ................................................................................................................................................................................................................11
Annex A (informative) Calculation of the electric charge density per unit mass using the 

practical	or	theoretical	dry-film	thickness	in	accordance	with	ISO	3233-2	or

Bibliography .............................................................................................................................................................................................................................15

European foreword .............................................................................................................................................................................................................. 3

ISO	3233-3 ............................................................................................................................................................................................................... 13


		2026-06-12T21:12:09+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




