DIN EN ISO 16276-2:2025-09 (E)

Corrosion protection of steel structures by protective paint systems - Assessment of,
and acceptance criteria for, the adhesion/cohesion (fracture strength) of a coating -
Part 2: Cross-cut testing and X-cut testing (ISO 16276-2:2025)
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