ISO/TS 19392-6:2026-02 (E)

Paints and varnishes - Coating systems for wind-turbine rotor blades - Part 6:
Determination and evaluation of ice adhesion using centrifuge

Contents Page
FOT@WOTM. ... iv
TIIETOUICTION ... \%

SCOPIC ... 1
2 NOIIMATIVE FEEETEIICES ..........ccc e 1
3 Terms AN AEFINITIONIS ... 1
4 PIAIICIPIE ... 2
5 AP PATATULS ...t 2
6 SAMIPIIIIG ..o 2
7 T@ST PANELS ...

7.1 SUDISETAETE .88

7.2 PlrEPDATATION ..o

7.3 Conditioning..............

7.4 Coating thickness

7.5 Roughness of coating
8 PTOCEAUIE. ...

8.1 NUMDET Of d@TEITINATIONS ..o

8.2 Examination before exposure

8.3 Sample preparation (iCe fOrMATION) ... 4

8.4 @ @ANESION LESTINE ... 5

8.5 EXaMiNation @fter TESTINME ..ot 5
9 EVATUATTON ...t 5
10 PI@CISTON ...k 6
11 T@SE T@PIOT T ...t 6

Annex A (informative) Example of parameters for ice formation processes
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