DIN EN ISO 2884-2:2006-09 (E)

Paints and varnishes - Determination of viscosity using rotary viscometers - Part 2:

Disc or ba Il viscometer operated at a specified speed (1ISO 2884-2:2003)

Contents Page
[0 =3 T o o 2
1 £ o - PSS 4
2 Normative references ... —————— 4
3 N o o 2= T = 10 5
4 SAMPIING ceeeriiiiiiii iR 7
5 Checking the apparatus ... smsn e s e e mne e s e mnnns 7
6 g 0T o= o 11T 8
7 (04 [T 10 1Tl oY 0 T o oY= 1 - 110 TS 8
8 EXPression Of reSUILS ........ooocc i ccccsemrrr s e s s e e s s s nmn e e s e s s s mnme e e e e e nanmmnnnnees 9
9 g =Y o7 =TT 9
10 =53 0 =Y oo o 9
BibliOGrapRy ....eeeiiiiisi i 10



		2024-05-13T11:37:18+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




