ISO 17872:2007-03 (E)

Paints and varnishes - Guidelines for the introduction of scribe marks through
coatings on metallic panels for corrosion testing

Contents Page
[0 =3 T o o iv
L) oo LU T3 T \'
1 £ o - PSS 1
2 SCrbE MArKS ...t —————————————— 1
3 N o o 2= T = 10 3
4 =53 8 T T2 1= 3
5 g 0T o= o [T T 3
6 Shape verification of Cross-SeCtion ... ———— 4
7 =Y oo o 4
Annex A (informative) Scribing tools ... ——————————— 5
Annex B (informative) Determination of shape and dimensions of scribe marks made using

common SCHbING tOOIS ... —————————— 8
=1 o7 [T Yo | = T o 17/ 10



		2026-05-12T16:57:18+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




