DIN EN 15283-2:2009-12 (E)

Gypsum boards with fibrous reinforcement - Definitions, requirements and test
methods - Part 2: Gypsum fibre boards (includes Amendment A1:20 09)

Contents Page
0T =T o 4
o X0 11T T o 7
1 £ o - PSS 8
2 Normative referenCes ... e 8
3 Terms and definitioNs ... 9
4 L= o LT =Y 4 L= 0 1
4.1 Mechanical characteristiCs .........cccooiiiiiin e ———— 1
4.2 Fire DEhavVIioUr ... ———— 12
4.3 X oo U T3 A Tl o o o 1T o 1 12
4.4 Water vapour permeability / water vapour resistance (expressed as water vapour
resistance factor) question for the mandate ........ccccceoriicccmi s —— 12
4.5 Thermal resistance (expressed as thermal conductivity) ........ccccccriiiiccciirnccccceeeereeeee 12
4.6 Dangerous SUDSTANCES .......ccceiiiiuiriiissirisr s s s 13
4.7 Dimensions and tOlErancCes ... e 13
4.8 Additional requirements for gypsum fibre boards with reduced surface water absorption
types GF-W1 and GF-W2 ... s sss s s s s s s s ssns s s snans 13
4.9 Additional requirements for gypsum fibre boards with reduced water absorption rate
BYPE GF-H .o ————————————— 13
4.10 Additional requirements for gypsum fibre boards with enhanced density type GF-D ......... 13
4.11 Additional requirements for gypsum fibre boards with enhanced surface hardness type
] 14
412 IMPACE reSISTANCE ... ——————— 14
5 Test MELNOAS .......ooii 14
5.1 S T 1] ] 1 T 14
5.2 Determination of Width ... ——— 14
5.3 Determination of [ength ... ——————— 15
5.4 Determination of thiCKNESS ... s 16
5.5 Determination of SQUArENESS ... s 17
5.6 Determination of flexural strength (bending strength) ...........ccccciiiiin e 19
5.7 Determination of deflection under 10ad ... 21
5.8 Determination of surface water absorption ... —— 22
5.9 Determination of total water absorption ... —————— 23
5.10 Determination of denSity ........cccccciiiiccciiiiir e n e 23
5.11 Determination of surface hardness of the board ..., 24
5.12 Determination of shear strength (strength of board/substructure connection) .................... 26
6 Evaluation of conformity ..o —————— 28
6.1 =Y T - 28
6.2 Initial type teStiNg ... ——————————————— 28
6.3 Factory production Control ... ——————— 28
7 Designation of gypsum fibre boards ..o 29
8 Marking, labelling and packaging ........ccccccviiiiiiiimimiiiiiirr s s s s s e s ssesessseseens 30



Annex A (informative) Sampling procedure for testing .........cccocevimiiiiinnni e ——————— 31

AA1 L= o = | 31
A.2 S T= T 0T o1 T T I T e e =T o [T 31
Annex B (normative) Mounting and fixing for testing according to EN 13823 (SBI) .........cccccvviuierinians 32
Annex ZA (informative) Clauses of this European Standard addressing the provisions of EU
Construction Products Directive ..........cccccmiminiiminninr s 34
ZA.1 Scope and relevant characteriStiCs ........cccoviiiiiriiiiiiicccccerrr s e e e e nan 34
ZA.2 Procedure for attestation of conformity of gypsum fibre boards ..........ccccviiiiiiniiiiiicceies 35
ZA.3 CE marking and 1abelling .........cccuciiiiiiimiiir s s 38
0 o 1T o T T o 1 N 41



		2024-05-13T18:44:45+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




