
 
 - 1 -

DIN EN 772-21:2011-07 (E) 
 
 
Methods of test for masonry units - Part 21: Determination of water absorption of 
clay and calcium silicate masonry units by cold water absorption 
 
 
Contents            Page 
 
 
Foreword ..........................................................................................................................................................3 
 
1 Scope ...............................................................................................................................................4 
 
2 Normative references ....................................................................................................................4 
 
3 Principle ..........................................................................................................................................4 
 
4 Symbols ..........................................................................................................................................4 
 
5 Apparatus ........................................................................................................................................4 
 
6 Preparation .....................................................................................................................................5 
6.1 Sampling .........................................................................................................................................5 
6.2 Drying ..............................................................................................................................................5 
 
7 Test procedure ...............................................................................................................................5 
 
8 Calculation of results .....................................................................................................................5 
 
9 Evaluation of results ......................................................................................................................5 
 
10 Test report .......................................................................................................................................5 
 


		2026-06-12T01:55:26+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




