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Setts of natural stone for external paving - Requirements and test methods
Contents Page
0T =T o 4
1 £ T o - 5
2 Normative referenCes ... e 5
3 Terms and definitioNs ... 5
4 LYo [T =Y 4 L= o 7
4.1 7= o = T 7
411 DenNOMINAtION .....eeeeeiiiii i 7
4.1.2 Alteration of physical properties of the natural stone ...........oocii i 7
4.2 I 11 4 =T 0 E=T T 4 7
421 (= 1T - S 7
4.2.2 I ] 1= = 1T = 7
4.3 Freeze/thaw reSiStancCe ... e 9
4.31 Freeze- thaw under normal conditions ... 9
4.3.2 Freeze-thaw in the presence of de-icing Salts .......cccceeccciieiiir s 9
4.4 Breaking strength Compressive strength ... 9
4.5 ADrasion resiStancCe ..o ————————————— 9
4.6 Slip and skid reSiStancCe ... n e annns 10
4.6.1 LT ] o 30 =TT 153 T T = SRR 10
4.6.2 SKid reSISTANCE ...t 10
4.6.3 Durability of slip or skid resistance ..........cccccciiiiiini s —————— 10
4.7 N0 o 1= =T =T o 10
4.71 7= T - 10
4.7.2 Reference sample, visual inspection and acceptance criteria ..........cccoiiiiiiiiiicinnnccccceees 10
4.8 Water abSOrPLtioN ... e s 1
4.9 Apparent density and Open POroSitY ... e 1
410 Petrographic descCription ... 1
411 Dangerous SUDSLANCES .......ccccciiiiiiiiiiirirnrnrsrsssssssss s s s s ss s s s s s s s s s s s s s s s s s s s s s s e s e e s e s e e enessnesnsnsnsnsnss 1
5 Evaluation of conformity ........ccccceiieiciiiiiiiii s sm s e e mn e e e annns 1
5.1 =Y o = | 1
5.2 Initial type testing (ITT) and Type testing (TT) ....cccvciiminniim 12
5.3 Factory Production CoNntrol ..o s s s snne s 13
6 Marking, labelling and packaging .........cccccvimiinimninn s 16
Annex A (informative) Guidance on sampPling .....c.cccccccmiiiii e —————————— 17
A1 =Y o = | 17
A.2 o T 0T ] o1 LT o 1= 1 4 11 ' R 17
A3 Taking BUlIK SAMPIES .....cooveiiiieiiiiiiieiiieceeece s s sssssssssssssssnsnsnsnnnnnnn 17
A4 Preparing @ sSampling Plan ......cccccoiiiiiiiiiiiiissssssssss s ss s s s assssssans 17
A.5 SF=T00] o1 LT3 T R T o o T T LU T 18
A.6 Sampling Methods ... ————————— 18
A.6.1 = T - 18
A.6.2 Sampling from QUAITIES ... s n e s e e mmmn s e e s mnnns 18
A.6.3 Sampling from production units and consignmMents ..........ccccciriinrinn i ———— 19
A.6.4 Sampling from construction WOrks .........ccccccmiiiimniimnr s 19
A7 Marking, packaging and dispatch of the samples .........cccccciiiiini s 19



A.8 K= T 0T o1 T T I =T o o 19

Annex B (informative) Example of calculation of Lower Expected Value ........c.ccccviiviriiiiiinniniinnnininns 21
B.1 T o - N 21
B.2 Symbols and definitions ... ————————— 21
B.3 Calculation of Lower Expected Value .......ccoooiiccciemiiiiiiinccccseerrse s sssssses s esssssssssmssssessssnnses 21

Annex ZA (informative) Clauses of this European Standard addressing the provisions of the EU

Construction Products Directive ..........cccccmiminiiminniir s 24
ZA.1 Scope and relevant characteriStiCs ........cccoviiiiiciiiiiiicccc s ar e e e e e 24
ZA.2 Procedure for the attestation of conformity of setts of natural stone .........ccccoeevciiiiiiniiniiiinins 25
ZA.2.1 System of attestation of conformity .........ccccovriiiiric i —————— 25
ZA.2.2 EC Declaration of conformity .........cccccciiiiisimiiiir s 26
47 W 3 03 = 0 P T4 (] aTe T 10 Lo I F= o X=1 1114V S 27
=1 o7 [T Yo = T o 17/ 30



		2026-04-17T12:33:33+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




