DIN EN 12697-3:2013-08 (E)

Bituminous mixtures - Test methods for hot mix asphalt - Part 3: Bitumen recovery:
Rotary evaporator

Contents Page
0= o 3
1 £ o - PSP 7
2 NOIrMAtive refErEeNCEeS ... s s e e mnn e nas 7
3 Terms and defiNitioNS ...t n s n s n s nnnnnnn 7
4 T T 1 o 7
5 N o o 2= T - 10 = 7
5.1 Apparatus for the extraction of the soluble bitumen ..........cocrr e, 7
5.2 Apparatus for the clarification of the bitumen solution ..., 8
5.3 Distillation apparatus ... ————————— 8
6 Solvent and other materials ... ——— 9
7 o Yo=Y o L] PP 9
71 Extraction of the bitumen and removal of insoluble matter ... 9
7.2 Assembling the apparatus ... 10
7.3 Distillation ProCedure ... 10
8 Preparation of the bitumen for testing .........ccccvriiiiirii e ————— 12
9 =553 S (=1 o 12
10 e =Y =] oY o 13
=1 o7 [T Yo | = T o 137/ 15



		2026-06-28T02:51:02+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




