
 

 - 1 -

DIN EN 12697-43:2014-10 (E) 
 
 
Bituminous mixtures - Test methods for hot mix asphalt - Part 43: Resistance to fuel 
 
 

Contents            Page 
 
 
Foreword  .......................................................................................................................................................... 3 
 
1 Scope  ............................................................................................................................................... 7 
 
2 Normative references ..................................................................................................................... 7 
 
3 Terms and definitions  .................................................................................................................... 7 
 
4 Principle  .......................................................................................................................................... 7 
 
5 Apparatus  ........................................................................................................................................ 8 
 
6 Fuels  .............................................................................................................................................. 11 
 
7 Preparation of test specimens  .................................................................................................... 11 
 
8 Procedure  ...................................................................................................................................... 12 
8.1 Soaking in fuel and removing the fuel  ....................................................................................... 12 
8.1.1 Preparation for testing and immersion  ...................................................................................... 12 
8.1.2 Cleaning the specimen  ................................................................................................................ 12 
8.1.3 Loss of mass due to immersion  ................................................................................................. 12 
8.2 The brush test  ............................................................................................................................... 13 
8.2.1 General  .......................................................................................................................................... 13 
8.2.2 Brush test for a porous asphalt specimen using a laboratory mixer  ..................................... 13 
8.2.3 Brush test for a non-porous asphalt specimen using a laboratory mixer  ............................. 13 
8.2.4 Brush test for porous asphalt specimen using an adapted milling machine  ........................ 13 
8.2.5 Brush test for a non-porous asphalt specimen using an adapted milling machine  ............. 14 
8.3 Calculation and expression of results  ....................................................................................... 14 
 
9 Test report  ..................................................................................................................................... 15 
 
10 Precision  ....................................................................................................................................... 15 
 


		2026-05-13T21:52:44+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




