DIN EN 13859-2:2014-07 (E)

Flexible sheets for waterproofing - Definitions and characteristics of underlays - Part
2: Underlays for walls

Contents Page
] =Y T o o 4
1 8T o o1 5
2 Normative referenCes ... 5
3 Terms and definitions ... 6
4 Product characterisStiCs ... 6
41 =Y o = - | 6
4.2 Dimensions, straightness and mass per unit area ...........cccccvvvviriiriieirsssr e 7
4.3 Application related characteristiCs ........cccccviiiiiiiiiiiiin s 7
4.4 Dangerous SUDSTANCES .........ccccciiiiiiiiciccrrrr s cssssr e s s s s e e s e e s s s smn s e e e e e s s a s nmme e e e e een s nnnnnnnns 8
5 I3 {3 9
5.1 SAMPIING i s 9
5.2 IS5 1 0 T=T oo L 9
6 Assessment and verification of the constancy of performance - AVCP .........ccccociiiiiiiinnnnnn. 10
6.1 =Y o = - | 10
6.2 1IN/ LI T 1
6.3 Factory production control (FPC) ... snsscscsscrs s s ss s ssses s s e s ss s mssn s e e sssnssssnmnnes 12
7 Product data Sheet ..........oo i s 16
8 Marking, labelling and packaging .........ccccccvmiiiiniinr e 16
Annex A (normative) Determination of tensile properties ..........cccccoriimminiinc s —————— 17
AA 7= 1T - 17
A.2 72X o 0T T -1 U 17
A3 RS =T 1] o] 11 4T SN 17
A4 Preparation of test SPECIMENS ... e s 17
A.5 o T =Y o 1] - 17
A.6 Expression and evaluation of reSUILS ......c.ccccevicciiemiiiiiisccc e s 18
A7 IS5 8 (= oo Y o S 19
Annex B (normative) Determination of resistance to tearing .........cccceciiiiicinnics 20
B.1 7= 1T - 20
B.2 N o o 2= T = 0= 20
B.3 RS- T 01 o] 11 4T PSR 20
B.4 Preparation of test SPECIMENS ... s s 20
B.5 0T o= LT - 20
B.6 Expression and evaluation of reSUILS ......c.ccccevicciimiiiiiiisccc e e 21
B.7 IS5 0 (= oo Y S 21
Annex C (normative) Artificial ageing by exposure to UV and heat ..........ccccoviiiiiiiicninccicnnceneinaes 22
CA1 7= 1T - 22
C.2 T T 1o 22



C.3 N o o 2= T - 0 = 22

(o} Preparation of test SPeCIMENS ... 22
C.5 g o T =Y o 1] - 23
C.6 EXPression of reSUIS ... et ssr e e smn e e e s s nmne e s nnmnn s 23
C.7 I3 0 (= oo SR 23
Annex D (normative) Product type determination and frequencies of testing for factory production

[ 111 o 25
Annex E (informative) Example of a product data sheet ...........cocciiiiiiiiiinc s 26

Annex ZA (informative) Clauses of this European Standard addressing provision of the

Construction Products Regulation (CPR) ......cccccoiiiiiiiiniiniin s s 28
ZA.1 Scope and relevant characteristiCs ........ccccoviiiiiiiiiiii s s 28
ZA.2 Procedures for AVPC of the flexible sheets for underlays .........ccccccommriiiicccccsrrrr e 29
47 W J 03 = 1 T4 (g Te T T4 Lo TN F= 1o T=T |11 4V S 36
=T 0 o [T o =T ] 13T/ 38



		2026-06-24T05:04:13+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




