
 

 - 1 -

DIN EN 1344:2015-10 (E) 
 
 
Clay pavers - Requirements and test methods (includes Corrigendum :2015) 
 
 

Contents            Page 
 
 
Foreword  .......................................................................................................................................................... 4 
 
1 Scope  ............................................................................................................................................... 5 
 
2 Normative references ..................................................................................................................... 5 
 
3 Terms and definitions  .................................................................................................................... 5 
 
4 Requirements  ................................................................................................................................. 9 
4.1 Dimensional characteristics  ......................................................................................................... 9 
4.1.1 Shape and dimensions  .................................................................................................................. 9 
4.2 Physical characteristics  .............................................................................................................. 10 
4.2.1 General  .......................................................................................................................................... 10 
4.2.2 Freeze/thaw resistance  ................................................................................................................ 10 
4.2.3 Transverse breaking load  ............................................................................................................ 10 
4.2.4 Abrasion resistance  ..................................................................................................................... 11 
4.2.5 Slip/skid resistance  ...................................................................................................................... 11 
4.3 Other characteristics  ................................................................................................................... 12 
4.3.1 Fire performance  .......................................................................................................................... 12 
4.3.2 Thermal conductivity  ................................................................................................................... 13 
4.3.3 Acid resistance  ............................................................................................................................. 13 
4.3.4 Dangerous substances  ................................................................................................................ 13 
4.3.5 Tactility  .......................................................................................................................................... 14 
 
5 Evaluation of conformity  ............................................................................................................. 14 
5.1 General  .......................................................................................................................................... 14 
5.2 Initial type testing - Type testing  ................................................................................................ 14 
5.2.1 General  .......................................................................................................................................... 14 
5.2.2 Sampling, testing and compliance criteria  ................................................................................ 15 
5.2.3 Test reports  ................................................................................................................................... 15 
5.3 Factory production control (FPC)  ............................................................................................... 15 
5.3.1 General  .......................................................................................................................................... 15 
5.3.2 Requirements  ............................................................................................................................... 16 
5.3.3 System specific requirements  .................................................................................................... 18 
5.3.4 Procedure for modifications  ....................................................................................................... 19 
 
6 Marking  .......................................................................................................................................... 19 
 
Annex A (normative) Sampling  .................................................................................................................... 21 
 
A.1 Sampling for initial type testing  .................................................................................................. 21 
A.2 Sampling for routine testing  ....................................................................................................... 21 
A.3 Sampling for independent testing (optional)  ............................................................................ 21 
A.3.1 General  .......................................................................................................................................... 21 
A.3.2 Sampling procedure  ..................................................................................................................... 21 
 
Annex B (normative) Method for determination of dimensions  ............................................................... 23 
 
B.1 Apparatus  ...................................................................................................................................... 23 
B.2 Procedure  ...................................................................................................................................... 23 
B.3 Test report  ..................................................................................................................................... 25 
 



 
 - 2 - 

Annex C (normative) Method for the determination of freeze/thaw resistance ...................................... 26 
 
C.1 Principle  ........................................................................................................................................ 26 
C.2 Apparatus  ..................................................................................................................................... 26 
C.3 Preparation of specimens  ........................................................................................................... 26 
C.3.1 Sampling  ....................................................................................................................................... 26 
C.3.2 Conditioning of specimens  ........................................................................................................ 26 
C.4 Construction of test panel  .......................................................................................................... 27 
C.5 Procedure  ..................................................................................................................................... 27 
C.5.1 General  ......................................................................................................................................... 27 
C.5.2 Freeze/thaw cycling  ..................................................................................................................... 27 
C.5.3 Examination of test panel and units  .......................................................................................... 28 
C.6 Evaluation of results  Assessment of damage  ......................................................................... 28 
C.7 Test report  .................................................................................................................................... 28 
C.8 Measurement of heat transfer rate  ............................................................................................. 31 
 
Annex D (normative) Method for the determination of transverse breaking load  ................................. 32 
 
D.1 Principle  ........................................................................................................................................ 32 
D.2 Apparatus  ..................................................................................................................................... 32 
D.3 Procedure  ..................................................................................................................................... 32 
D.4 Calculation  ................................................................................................................................... 32 
D.4.1 Calculation of transverse breaking load  ................................................................................... 32 
D.4.2 Optional calculation of bending tensile strength  ..................................................................... 33 
D.5 Test report  .................................................................................................................................... 33 
 
Annex E (normative) Method for the determination of abrasion resistance  .......................................... 34 
 
E.1 Principle  ........................................................................................................................................ 34 
E.2 Sampling  ....................................................................................................................................... 34 
E.3 Material  ......................................................................................................................................... 34 
E.4 Apparatus  ..................................................................................................................................... 34 
E.5 Test specimens  ............................................................................................................................ 34 
E.6 Procedure  ..................................................................................................................................... 34 
E.7 Expression of results  .................................................................................................................. 35 
E.8 Test report  .................................................................................................................................... 35 
 
Annex F (normative) Method for the determination of acid resistance  .................................................. 39 
 
F.1 Principle  ........................................................................................................................................ 39 
F.2 Reagents  ....................................................................................................................................... 39 
F.3 Apparatus  ..................................................................................................................................... 39 
F.4 Procedure  ..................................................................................................................................... 39 
F.5 Expression of results  .................................................................................................................. 40 
F.6 Test report  .................................................................................................................................... 40 
 
Annex G (informative) Tactility  .................................................................................................................... 41 
 
Annex ZA (informative) Clauses of this European Standard addressing the provisions of the EU 

Construction Products Directive  ............................................................................................... 43 
 
ZA.1 Scope and relevant characteristics  ................................................................................................... 43 
 
ZA.2 Procedure for the attestation of conformity of clay pavers and accessories  ............................... 45 
 
ZA.2.1 Systems of attestation of conformity  ............................................................................................. 45 
 
ZA.2.2 EC declaration of conformity  ........................................................................................................... 46 
 
ZA.3 CE marking  ........................................................................................................................................... 46 
 
Bibliography  .................................................................................................................................................. 51 


		2026-06-24T19:51:16+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




