DIN EN 1504-8:2016-08 (E)

Products and systems for the protecti on and repair of concrete structures -
Definitions, requirements, quality control and AVCP - Part 8: Quality control and
Assessment and verification of the constancy of performance (AVCP)

Contents Page
LT e oY== T4 T o] =T o 3
1 5 o o o - SRS 4
2 Normative references ... ————————————————— 4
3 Terms and definitioNs ... ——————————— 4
4 8= T3 10 11 4T 5
4.1 7= 0 =T - N 5
4.2 =Y o o o S 5
4.3 Frequency of SAMPIING ....cooccciriiiiimiiiis s s 5
5 Assessment and verification of the constancy of performance (AVCP) .......cccovveeciirrrceceennnnee 6
5.1 =Y o = - | 6
5.2 TYPE tESEING . 6
5.21 L 7= LT N 6
5.2.2 Test samples, testing and compliance Criteria ... 7
5.2.3 IS5 (= oo £ SR 7
5.24 Shared other party results ... ——————————— 7
5.2.5 Cascading determination of the product-type result ..........ccccoocicmiiniiiic 8
5.3 Factory Production Control (FPC) ........cccoiiiiiniiiii st s s sss e 9
5.3.1 = T o | N 9
5.3.2 L= 0 LT =Y 04 L= 0 S 9
5.3.3 Product specific reqUIremMents ... 1
5.3.4 Initial inspection of factory and of FPC ... e 12
5.3.5 Continuous surveillance of FPC [only for products covered by AVCP system 1+, 1 and
72 12
5.3.6 Procedure for modification .........ccccciiiminimin i ————— 13
5.3.7 One-off products, pre-production products (e.g. prototypes) and products produced in
VEry loW qUANTILY ....cooiieiiiiiii i 13

6 Marking and labelling ... ————————— 14
[ T] o 1o =T ] 13T/ 15



		2026-07-03T11:42:54+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




