
 

 - 1 -

ISO 12122-3:2016-07 (E) 
 
 
Timber structures - Determination of characteristic values - Part 3: Glued laminated 
timber 
 
 

Contents            Page 
 
 
Foreword  ......................................................................................................................................................... iv 
 
Introduction  ...................................................................................................................................................... v 
 
1 Scope  ............................................................................................................................................... 1 
 
2 Normative references ..................................................................................................................... 1 
 
3 Termsanddefinitions  ...................................................................................................................... 1 
 
4 Symbols and abbreviated terms  ................................................................................................... 1 
 
5 Reference population  ..................................................................................................................... 1 
 
6 Sampling  ......................................................................................................................................... 2 
6.1 Sampling method  ........................................................................................................................... 2 
6.2 Sample size  ..................................................................................................................................... 2 
 
7 Sample conditioning  ...................................................................................................................... 2 
 
8 Test data  .......................................................................................................................................... 2 
8.1 Test method  .................................................................................................................................... 2 
8.2 Test data compatible with product description  .......................................................................... 3 
8.3 Failure modes  ................................................................................................................................. 3 
 
9 Evaluation of characteristic values for structural properties  .................................................... 3 
9.1 Structural properties  ...................................................................................................................... 3 
9.2 Characteristic modulus of elasticity or stiffness  ........................................................................ 3 
9.3 Characteristic values of strength or capacity  ............................................................................. 3 
9.3.1 Characteristic bearing strength  .................................................................................................... 3 
9.3.2 Other characteristic values for strength or capacity based on the 5th percentile test 

value  ................................................................................................................................................ 3 
 
10 Report  .............................................................................................................................................. 3 
 
Annex A (informative) Commentary  .............................................................................................................. 4 
 
Annex B (informative) Analytical models for determining characteristic properties of glued 

laminated timber  ............................................................................................................................. 8 
 
Bibliography  ..................................................................................................................................................... 9 
 


		2026-04-18T02:59:46+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




