
 
 - 1 -

DIN EN ISO 17892-6:2017-07 (E) 
 
 
Geotechnical investigation and testing - Laboratory testing of soil - Part 6: Fall cone 
test (ISO 17892-6:2017) 
 
 
Contents            Page 
 
 

 
European foreword ...............................................................................................................................................................................................................3

Introduction ..................................................................................................................................................................................................................................5
1 Scope ................................................................................................................................................................................................................................. 6
2 Normative references ...................................................................................................................................................................................... 6
3	 Terms	and	definitions ..................................................................................................................................................................................... 6
4 Equipment ................................................................................................................................................................................................................... 7
5 Test procedure ........................................................................................................................................................................................................ 9

5.1 Test specimen preparation ........................................................................................................................................................... 9
5.2 Test points ................................................................................................................................................................................................ 10
5.3 Determination of fall cone penetration .......................................................................................................................... 10

6 Test results ............................................................................................................................................................................................................... 12
6.1 Average penetration ........................................................................................................................................................................ 12
6.2 Estimated undrained fall cone shear strength .......................................................................................................... 12
6.3 Additional estimate of undrained fall cone shear strength ........................................................................... 12

7 Test report ................................................................................................................................................................................................................ 12
7.1 Mandatory reporting ...................................................................................................................................................................... 12
7.2 Optional reporting ............................................................................................................................................................................ 13

Annex A (normative) Calibration, maintenance and checks .................................................................................................... 14
Bibliography .............................................................................................................................................................................................................................16

Foreword .........................................................................................................................................................................................................................................4


		2026-06-28T23:31:03+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




