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Ceramic tiles - Part 13: Determination of chemical resistance

Contents Page
0T =T o iv
1 5 o o o - OSSR 1
2 NOIrMAtive refErEeNCEeS ..o e m e e mmn s 1
3 TermsanddefinitioNs ... s 1
4 PriNCIPIE e R 1
5 AQUuEOoUS test SOIULIONS ... 1
51 Household ChemiCals ... s e 1
5.2 SWImMINgG Pool SAILS ........ccciiiiiiii i ———————————— 1
5.3 Acids and alKalis ... 1
5.3.1 I 1V TA oo Yo=Y gy = 1o T {1 1
5.3.2 High concentrations (H) .......cccooieimiiccir e rs s ssse s e s s 2
6 Y o o = 1 = 1 {0 SR 2
7 TSt SPECIMENS ... s n e e e an e e e s ane e e nn e s e nnne 2
71 Number of test SPECIMENS ... ————— 2
7.2 Size Of test SPECIMENS ... e 3
7.3 Preparation of test SPECIMENS ... e 3
8 Yo o T S 3
8.1 Application of test SOIULIONS ... s 3
8.2 Determination Of CIASS ........cccccviceirrircrre e e s e e s n e e s e e e e e s smm e e e s mn e e e e amnnnan 4
8.21 7= o 1= - | 4
8.2.2 Normal classifiCation ... s 4
8.2.3 Alternative visual classifiCation ... ———————— 4
9 I3 0 =T oo o 5
= T] o 1o o =T ] 13T/ 9



		2026-04-25T15:11:45+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




