
 

 - 1 -

DIN EN 12691:2018-05 (E) 
 
 
Flexible sheets for waterproofing - Bitumen, plastic and rubber sheets for roof 
waterproofing - Determination of resistance to im pact 
 
 

Contents            Page 
 
 
European foreword  .......................................................................................................................................... 3 
 
Introduction  ...................................................................................................................................................... 4 
 
1 Scope  ............................................................................................................................................... 5 
 
2 Normative references ..................................................................................................................... 5 
 
3 Terms and definitions  .................................................................................................................... 5 
 
4 Principle  .......................................................................................................................................... 5 
 
5 Apparatus  ........................................................................................................................................ 5 
5.1 General  ............................................................................................................................................ 5 
5.2 Stand ................................................................................................................................................ 5 
5.3 Drop mass and puncturing tool  .................................................................................................... 6 
5.4 Release mechanism  ....................................................................................................................... 6 
5.5 Ballast ring  ...................................................................................................................................... 7 
5.6 Support  ............................................................................................................................................ 7 
5.6.1 Methods A and B  ............................................................................................................................ 7 
5.6.2 Aluminium plate (method A)  ......................................................................................................... 8 
5.6.3 Standard expanded polystyrene panel (method B)  .................................................................... 8 
5.7 Counter mass  ................................................................................................................................. 8 
5.8 Puncture testing device  ................................................................................................................. 9 
 
6 Sampling  ....................................................................................................................................... 10 
 
7 Preparation of test specimen  ...................................................................................................... 10 
 
8 Procedure  ...................................................................................................................................... 10 
 
9 Expression of results  ................................................................................................................... 11 
 
10 Test report  ..................................................................................................................................... 11 
 


		2026-04-30T18:25:10+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




