
 
 - 1 - 

DIN EN 13892-9:2019-06 (E) 
 
 
Methods of test for screed materials - Part 9: Dimensional stability 
 
 
Contents            Page 
 
 
European foreword  .......................................................................................................................................... 3 
 
1 Scope  ............................................................................................................................................... 4 
 
2 Normative references ..................................................................................................................... 4 
 
3 Terms and definitions  .................................................................................................................... 4 
 
4 Principle  .......................................................................................................................................... 4 
 
5 Symbols and abbreviations  .......................................................................................................... 5 
 
6 Curling profile apparatus  .............................................................................................................. 5 
 
7 Procedure  ........................................................................................................................................ 6 
7.1 General  ............................................................................................................................................ 6 
7.2 Preparation of specimen  ............................................................................................................... 6 
7.3 Length change  ................................................................................................................................ 7 
7.4 Evaluation of length change  ......................................................................................................... 7 
 
8 Test report  ....................................................................................................................................... 9 
 
Annex A (informative) Samples  ................................................................................................................... 10 
 


		2026-05-01T03:37:44+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




