
 

 - 1 -

DIN EN 13454-2:2019-04 (E) 
 
 
Binders for floor screeds based on calcium sulphate - Part 2: Test methods 
 
 

Contents            Page 
 
 
European foreword  .......................................................................................................................................... 3 
 
1 Scope  ............................................................................................................................................... 4 
 
2 Normative references ..................................................................................................................... 4 
 
3 Terms and definitions  .................................................................................................................... 4 
 
4 Test conditions and sampling  ...................................................................................................... 4 
4.1 General requirements for testing  ................................................................................................. 4 
4.2 Sampling for binders  ..................................................................................................................... 5 
 
5 Test methods for binders  .............................................................................................................. 5 
5.1 Content of calcium sulphate  ......................................................................................................... 5 
5.2 Determination of pH-value  ............................................................................................................ 6 
5.3 Determination of setting time  ....................................................................................................... 7 
5.4 Determination of mechanical resistance  ................................................................................... 12 
5.5 Determination of shrinkage and swelling  .................................................................................. 17 
5.6 Determination of working time  ................................................................................................... 20 
 
6 Test report  ..................................................................................................................................... 21 
 
Bibliography  ................................................................................................................................................... 22 
 


		2026-06-18T07:39:18+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




