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DIN EN ISO 15148:2018-12 (E) 
 
 
Hygrothermal performance of building materials and products - Deter mination of 
water absorption coefficient by partial immersion (ISO 15148:2002 + Amd 1:2016) 
(includes Amendment :2016) 
 
 

Contents            Page 
 
 Foreword ................................................................................................................................................................................... 3 

!European foreword to Amendment A1".............................................................................................................. 4 

Introduction.............................................................................................................................................................................. 5 

1 Scope ............................................................................................................................................................................ 5 

2 Normative references ............................................................................................................................................ 6 

3 Terms and definitions ............................................................................................................................................ 6 

4 Principle ...................................................................................................................................................................... 7 

5 Apparatus ................................................................................................................................................................... 7 

6 Test specimens ......................................................................................................................................................... 7 

7 Procedure ................................................................................................................................................................... 8 

8 Calculation and expression of results ............................................................................................................ 10 

9 Accuracy of measurement .................................................................................................................................. 12 

10 Test report ............................................................................................................................................................... 12 

Annex A (informative)  Liquid transport phenomena in building materials ................................................. 14 

Annex ZA (normative)  Normative references to international publications with their relevant 
European publications ......................................................................................................................................... 16 

Bibliography ........................................................................................................................................................................... 17 


		2024-05-14T07:48:14+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




