
 

 - 1 -

DIN EN ISO 15148:2018-12 (E) 
 
 
Hygrothermal performance of building materials and products - Deter mination of 
water absorption coefficient by partial immersion (ISO 15148:2002 + Amd 1:2016) 
(includes Amendment :2016) 
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