ISO 2030:2018 (E)

Granulated cork — Size analysis by mechanical sieving

Contents
Foreword

1 Scope
2 Normative references
3 Terms and definitions
4 Principle
5 Apparatus
6 Sampling
7 Procedure

71 Test portion

7.2 Determination
8 Expression of results
9 Test report

Page count: 3



		2024-05-21T13:44:59+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




