
 
 - 1 - 

DIN EN 13375:2019-07 (E) 
 
 
Flexible sheets for waterproofing - Waterproofing of concrete bridge decks and other 
concrete surfaces trafficable by vehicles - Specimen preparation 
 
 
Contents            Page 
 
 
European foreword  .......................................................................................................................................... 3 
 
Introduction  ...................................................................................................................................................... 4 
 
1 Scope  ............................................................................................................................................... 5 
 
2 Normative references ..................................................................................................................... 5 
 
3 Terms and definitions  .................................................................................................................... 6 
 
4 Specimens  ...................................................................................................................................... 6 
 
5 Base specimens  ............................................................................................................................. 7 
5.1 General  ............................................................................................................................................ 7 
5.2 Specification of the concrete  ........................................................................................................ 8 
5.3 Surface roughness  ......................................................................................................................... 8 
 
6 Application of the waterproofing system  .................................................................................... 8 
 
7 Asphalt layer  ................................................................................................................................... 9 
7.1 Specifications  ................................................................................................................................. 9 
7.1.1 General  ............................................................................................................................................ 9 
7.1.2 Mastic asphalt (MA, LMA)  .............................................................................................................. 9 
7.1.3 Asphalt concrete (AC) .................................................................................................................. 10 
7.1.4 Porous asphalt (PA)  ..................................................................................................................... 10 
7.2 Laying and compaction  ............................................................................................................... 10 
7.3 Specimens type 2  ......................................................................................................................... 10 
 
8 Preparation of test specimens  .................................................................................................... 10 
 
9 Storing  ........................................................................................................................................... 11 
 
10 Test report  ..................................................................................................................................... 11 
 
Bibliography  ................................................................................................................................................... 12 
 


		2026-06-28T07:04:46+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




